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Sample 1D: 

TEST 

Test for Surface 

* 
Burning 

Characteristics of 

Building Materials 

Seal 

PR33-F01/08.10.2015/Rev: 17 .01.2017-R01 

INSPECTION REPORT 

TÜRCERT TEKNİK KONTROL VE BELGELENDİRME A.Ş. 

2022020915 
ANADOLU BAKIR A.Ş. 

OTTOCOOL 
0212 558 05 95 
kalite@anadolubakir.com 
24.08.2022 
02.09.2022 
5(Pg) 

1/2"-13 mm 
5/8"-13 mm 
5/8"-9 mm 
7/8"-9 mm 
3/4"-9 mm 

METHOD 

UL 723 

SPECIMEN 

1/2"-13 mm 

5/8"-13 mm 

5/8"-9 mm 

7/8"-9 mm 

3/4"-9 mm 

Customer Representative 
Merve Nur KiRVELİ 

Merkez Mh, Dr Sadık Ahmet Cd, No 38 / 44 D BAĞCILAR/ İSTANBUL 
Tel: 0212 702 20 10 Fax: 0212 909 21 10 

Web: www.laboratuvar.com E-mail: info@laboratuvar.com 
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51902431B02 

2022020915 

RESULT 

PASS 

CLASS A 

FSI SDI 

22 110 

Laboratory Manager 
Merve ÖZLÜ 
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